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I. INTRODUCTION

Methods for controlling the release of oxidizer (N204/N02) vapors below

threshold limit values at space shuttle launch facilities and other STS

facilities have been studied for some time. The excessive accidental release

of the oxidizer can result from spillage at the site. Controlled release Is

required during propellant transfer, line purge, and tank depressurization.

Liquid scrubbers and flame Incineration have been used as control

measures when (N204/N02) concentration has been as high as several percent by

volume In air or In an Inert gas like N. In the Space Shuttle Program, the

effluen' Is (N2041N02) and could reach concentrations higher (50%) than that

found In Industrial applications. The threshold limit value of 5 ppm for NO2
Is difficult to achieve by either of these primary control techniques. A

second-stage treatment of the tail gas from either of these primary devices

using catalytic reduction of the residual NOx was therefore proposed.

Although catalytic reduction has long been recognized as an effective

control technique, the large pressure drop through dense beds of granular or

* pelletized catalysts had limited Its development until the Introduction of

ceramic catalyst supports In the form of a lightweight, compact honeycomb

* structure.1 Pressure drops across the honeycomb configuration are very low,
and this configuration could provide more uniform gas flow and less chance for

* erosion of the active and support material.

The commercial availability of prefabricated, low cost units from the

* automobile Industry and their capacity to treat large gas flows make this an

* attractive technique to explore. Typical catalytic converters on large auto-

mobiles or light trucks handle total gas flows comparable In volume to pro-

jected vent gas flows at the shuttle launch facilities. Also, the gas comn-

position In this specific application Is "clean" and easier to treat than

automobile exhausts, because It Is free of decomposition products from lubri-

cating oil additives and trace quantities of anti-knock derivatives present In

small quantities even In unleaded gasoline.
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This laboratory test program was undertaken to assess the feasibility of

using a standard automotive noble metal catalyst to reduce the NO2 concentra-

tion from purge and transfer operations at shuttle launch facilities from a

few thousand parts per million to environmentally acceptable levels. Carbon

monoxide was chosen as the reducing gas instead of NH3 (used in many indust-

rial facilities). The acceptable operating range for the ratio of reducer gas

(CO) to reactant (NO2) for the efficient reduction of NO2 to low NOx with no

residual CO had to be determined for a wide variety of operating parameters,

such as NO2 concentration in the flow, operating temperature of the reactor,

residence time of gases in the system, and mole ratio of reactants. The

potential for scale-up of the system from laboratory to field use was also

examined.
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II. BACKGROUND

The ratio, *, of reducer gas (CO) concentration to reactant concentration

(NO2) is given by

moles/min of CO
moles/min of NO22

r
A large number of bottles of N02/He and CO/He at various concentrations

from 100 to 5000 ppm were purchased to make up the appropriate test

mixtures. 0 could be varied by changing the relative flow rates of the

respective gas mixtures for every set of reduction tests.

9



III. APPARATUS

A principal component of the test system is a commerically made catalytic

converter designed for a specific model automobile. The ratio of Rh to Pt on

the surface of this unit is higher than all other commercial units. It was

necessary to construct special flanges to use the catalytic reactor. Heating

was provided with a resistively heated tubular furnace.

To achieve residence times of 100 ms or less, the gas flow was confined

to the central portion of the honeycomb, as illustrated in Fig. 1. The 1/2-

in. entrance and exit pipes were sealed onto the uneven honey , surface with

a high-temperature, nonpoisoning gasket made of fiberfax. Cr flows outside

the 1/2-in. column were reduced to less than 1% of the total i. The leak-

age flow was monitored continuously using a calibrated flowme

Two preheaters, each consisting of approximately 21 ft of 1/4-in. stain-

less steel tubing, were mounted in tandem and enclosed by two separate tubular

furnaces. The temperature was monitored at the entrance and exit points of

the reactor using thermocouples. Flowmeters calibrated for He were used to

measure input gas flow. A schematic of the apparatus is shown in Fig 2.

The analytical instruments used included an Energetic Science ECOLYZER/

Model 7000 dual monitor for NO and NO2 and an Energetic Science Model 2400A

monitor for CO. The NO monitor has two ranges, 0 to 10 and 0 to 50 ppm, res-

pectively. The NO2 monitor has two ranges, 0 to 2 and 0 to 10 ppm, respec-

tively. The CO monitor also has two ranges, 0 to 100 and 0 to 500 ppm,

respectively. Further detailed analysis for N2 , CO2 and 02 was performed

using two gas chromatographs. One system utilized a dual column consisting of

a chromosorb 102 and molecular sieve 13X, which operated in series, with

trapping of the CO2 fraction in the chromosorb column to prevent entry into

the sieve material. Another column used for analysis of N2, 02, and CO was a

22-ft silica gel column.

The basic chemical reactions that resulted in the catalytic reduction of

NO2 are discussed in Section V.
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The entire system was set up under a laboratory fume hood. Premixed and

certified mixtures of He and No2 or CO at concentrations of 500, 2000, and

5000 ppm were used. The NO2 concentration in the premixed gases showed a

maximum variation of *4Z from the ordered values.
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IV. PROCEDURE

All the tests were conducted in a laboratory fume hood. The analytical

Instruments were also kept under the hood. The highest concentration of CO

and NO2 used In these experiments was 5000 ppm for both gases In He.

The catalytic reactor furnace and the preheaters were turned on, and

temperatures were measured at a position between the furnaces and at the exit

of the reactor using He as the test gas. Measurements were made continuously

* until the reactor reached constant temperature, and Isothermal conditions were

achieved for the gas flow Into and out of the reactor. At high gas flow rates

* and high temperatures, the temperature of the gas flowing Into the converter

* could he maintained within 400C of the reactor temperature. Pressures of

* approximately 8 psig were required to maintain the flows through the reactor.

Gas flows were set for

1. A precalculated total flow to establish residence time.

2. A ratio of flows N02-He and CO-He to establish f values for a given
temperature.

*The cross flow (If any) was constantly monitored using a separate flowmeter at

the exit of the peripheral volume.I

The temperature range covered In these experiments was from 300 to 475*C

for the reactor. At each temperature setting, the effluent gas was sampled2

using a grab bag and analyzed for CO, NO, and NO2 concentration. Samples were

* taken and analyzed every few minutes until steady-state output was reached.

Under these conditions, the data gathered are Identified In relation to a

**value, NO2 concentration, temperature, and a residence time. Separate sets7

of experiments were conducted at two additional residence times to determine

the effect of longer contract times upon reduction efficiency.

* The E~nergetic Science monitors for NO, NO2 , and CO were calibrated using

* standard calibrating gas mixtures. Grab effluent gas samples were taken In

500 cc stainless steel test bottles under continuous flow conditions for gas

chromatographic and mass spectrometric analysis to determine the COP2 02, and

H H2 content of this product gas.
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V. RESULTS AND DISCUSSION

A series of tests was run under a wide range of operating parameters such

as total gas flow rate, NO2 concentration, reactor temperature, and # value

for the oxidizer to assess the performance characteristics of a noble metal

catalytic reactor for the removal of residual NO2 In an Inert gas stream. The

* results of these tests are presented In Table 1. The effect of varying resi-

* dence times upon reduction efficiencies Is shown In Table 2. Lengthening the

contract time from 33 to 132 msec does not appear to enhance reduction effici-

ency. Helium was chosen as the Inert diluent gas for these tests Instead of

N2 to facilitate unequivocal detection of reaction products. The overall

system efficiency for removal of NO2 from the gas streams at optimum admixture

of the reducer gas CO has been found to be very high (-99.5%) at Input con-

centrations of NO2 of 2000 ppm and below. However, the reactor performance Is

found to be degraded at these temperatures when the gas stream contains oxygen

* as well.2  This latter observation was made from test runs using one batch of

* bottled NO2 In He from the supplier, In which the NO2 was made up from NO with

an excess of 02 added to ensure complete oxidation. No 02 Is anticipated to

be present In the vent gas during normal operations except when the aspirators

are in use. The use of a burner would Introduce considerable excess 02 In

order to maintain a flame. This must be alleviated by the capability to con-

trol both air and fuel flow. So far, no tests have been made with a burner-

catalyst system. Such tests are reotiired to establish feasibility.

A. OPTIMAL VALUES FOR 0

The NO and CO concentrations In the effluent gas stream as a function of

0 for each reactor temperature are given In Figs. 3a and 3b. Air-pollution

regulations require the concentrations of both NOx and CO to be below 50

* ppm. The catalyst can easily meet this requirement over a range of different

values for 0. The range varies somewhat as the catalyst temperature Is 1

changed. There Is a slight upward trend as the temperature Is raised from 300

to 4500C. This Is, however, reversed at 475*C.

17
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Table 2. Dependence of Catalytic Reduction of NO2 on
Residence Time of Gas Mixture in Reactor

Temp [NO 21
T/msec (0C) 0 [NO 2] [NO) [CO] input

33 300 1.66 0 4 13 750
33 350 1.74 0 1.8 20 750
33 400 1.83 0 1 0 750
33 450 1.85 0 0.5 37 750

66 300 1.5 0 3.5 4 750
66 350 1.5 0 3 40 750
66 400 1.55 0 4 33 750
66 450 1.64 0 3 40 750

132 300 1.57 0.4 4.5 13 750
132 350 1.64 0.6 2.6 28 750
132 400 1.73 0.5 0 7 750
132 450 1.66 0 6 28 750
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Catalyst Temperature Values of 4 for which

(OC) both NO, and CO are > 50 ppm

300 1.50 to 1.78

350 1.64 to 1.85

400 1.75 to 1.88

430 1.70 to 2.00

450 1.80 to 1.95

475 1.50 to 1.80

B. MASS BALANCE DETERMINATION

Under optimum conditions of operation, the only reactor products are N2

and C02. Trace amounts of 02 have also been detected. However, 02 tends to

get absorbed as 0 atoms on Pt surfaces and can be effectively desorbed only at

a higher temperature than the range covered here. This does not produce Irre-

versible poisoning of the catalyst.3 At temperatures above 500*C the observed

performance degradation as a result of entrained oxygen may be Insignificant.

The sensitivity of the gas chromatographic technique to estimate effluent

concentration Is not good enough for concentrations below 100 ppm. Trace con-

stituents in this efflux cannot therefore be quantitatively estimated by this

instrument. Typical gas chromatographic analysis data are presented in Table

3. The last two columns provide the concentrations of product N2 and CO2 in

parts per million in the effluent gas stream.

When the reactions proceed to completion at optimum value of as dis-

cussed earlier, the CO2 output concentration Ideally should equal the CO input

concentration. Also, the N2 content of the efflux in the ideal case should be

one-half that of the N02 input.

Results of the three mass balance determinations showed that the CO2 con-

centrations varied from +3 to -20% from the expected amount based on the input

of CO. Likewise, the N2 concentration varied from +7 to +13% of the expected

amount. The catalytic reduction process for NO2 appears to be complete.

23
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C. CHEMICAL REACTIONS INVOLVED IN THE CATALYTIC

REDUCTION OF NO, TO N9 USING CO

A reaction that leads to complete reduction of NO2 Is

2 NO2 + 4 CO + N2 + 4 CO2  rI

If this Is the major reaction path, an optimum value of * 2 will pre-

vail. However, the experimental data Indicate generally, that the *Isopt
less than 2 and Is also a weakly dependent function of reactor temperature.

The observed Increase In the concentration of NO In the effluent gas stream as

- the CO flow Is reduced below Its optimum value (Fig. 3) leads us to believe

that other reactions also should be considered.

The decomposition reaction

2 N0 2  2 NO +0 2  (2)

*Is considered to be a competing reaction.r

The product NO Is subsequently reduced In the reaction

2 N0+ 2 CO N2 + 2C02  (3)

The equilibrium constants4 at 700 and 573 K have been calculated for

reaction (2). Conversion efficiencies of 97 and 7811, respectively, are found

* at these temperatures. Gas chromatographic analysis of the effluent In this

4 CO lean mode of operation shows the presence of 02 giving qualitative support

to this reaction sequence. The higher probability of a two-step reaction as

* Indicated earlier has also been found In work performed at the General Motors

* Research Laboratories 5

I The dissociation of the product CO2 to form CO and 02 In the catalytic

* reactor Is highly unlikely.
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VI. RECOMMENDATIONS

On the basis of the results of this Investigation on the reduction of NO2

at concentrations of about 2000 ppm or less in He, the following recommenda-

tions were made:

1. A similar study shoule be undertaken of scaled up flows up to 100
ft3 /min at the same NO2 concentrations as In the current tests.
Since the gas flow in the present tests Is restricted to only
about 1% of the reactor volume, the same unit can be used to test
the reduction efficiency of NO2 at 100 times the present flow
ra~e, and the same residence time. Total flows in excess of 100
ft /min would be required. The reactor, furnace, and enlarged or
modified preheaters used In these tests can be used for the
scaled up experiment. Some scale-up estimates to accomplish this
task are given In the Appendix.

2. The laboratory measurements should be repeated with NO2 concen-
trations of up to 5000 ppm In He.

3. The effect of other reducing agents such as propane and natural

gas on NO2 control in the catalytic reactor should be Investi-
gated.

4. The effect of oxygen, soot, and low concentrations of reducing
gas upon overall catalytic efficiency should be studied.

5. The use of H2 as the fuel offers several advantages. Fuel rich
H 2-air flames do not soot or generate CO. Also, under excess H2
burning conditions the production of flame produced NOx is r
minimized. No restrictions are presently enacted preventing the
emission of small quantities of H2 . The use of H2 in a catalytic

afterburner is a standard procedure In Industry, If it Is
necessary to use such a device to reach allowable NOx emission
levels.

6. Close liaison should be maintained with working groups at General
Motors and Ford Research Laboratories and catalyst reactor
manufacturers such as Johnson-Mathey and Englehardt Industries
for newer technological developments In this field.

27
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APPENDIX

A SCALE-UP OF CATALYTIC REACTOR TESTS FOR NO2 UNDER FIELD CONDITIONS

Modifications required to handle 100 scfm of total gas flow to simulate

* field conditions are discussed herein. It has been suggested that N2, instead

of He, be used as the diluent gas for these tests on the basis of cost and the

substantially lower heat capacity of N2 compared with He.

The gas handling system must handle 40 scfm of nitrogen containing 2000

* ppm NO 2 and 60 scfm of nitrogen containing 2000 ppm CO. The gases will be

* premixed in standard gas cylinders containing 200 scf at an initial pressure

* of 2000 psi.

The equipment required is readily available. Matheson Model 9, two-stage

4 regulators will pass 50 scfm at an inlet pressure of 200 psi. This will

handle the projected flow of NO2 in N2. Flow of CO in N2 can be sustained

using two bottles with regulators in parallel. One bottle of NO2 will run for

4 to 5 min at constant flow of 40 scfm. Flowmeters to handle 100 scfm of N2
at 200 psi are in current use in the Aerophysics Laboratory. Half-inch

diameter stainless steel tubing and fittings can handle these flows at 200

psi.

A pressure of 200 psi in 1/2-in, tubing will be reduced to near-

atmospheric pressure after entering the catalytic reactor. The area of cross

* section of flow is increased by a factor of 100 when the collimating adapter

is removed.

4 The total flow of 100 scfm of N 2 with NO2 and CO must be heated from 20

* to 350*C before entering the reactor to avoid any cooling of the reactor that

* might affect its performance. This requires the addition of 3 kW of heat to

* the gas stream; it is not as difficult as heating helium, which has five times

the heat capacity of N2. The following methods of heating the gas are being
considered. A bed of hot ceramic beads might provide the best heat transfer

for transient runs of 5-mmn duration. A continuous-duty heat exchanger system

is also a possibility and could be either electrically driven or run with a
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burner. Electrical-resistance heating of large gas flows is also being

performed in the Aerophysics Laboratory, and a device using this technique is

available for use.

Disposal of 100 scfm of N2, with traces of unreacted NOx and CO, must be

addressed. The laboratory fume hood is rated at 150 linear ft/min with an

area of 10 sq ft. This means a total flow of 1500 scfm. Our effluent flow of

100 scfm therefore will be diluted by a factor of 15. Since the reactor has

already been proven to reduce NOx levels well below 50 ppm, we expect to reach

threshold limit value levels of 5 ppm even before dilution.
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